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Unit 2
Elland

West Yorkshire
HX5 2DQ

Facsimile from the Client dated 5 Novembear 2001

6.Bmm Clear laminated glass manufactured using 3mm clear float / 0.8mm
Uvakol 515 resin inlerlayer / 3mm clear float

BS 6208:1981 - Flat glass for use in buildings

Pass

Issue 2 of this Report supersedes all previous issues. The amendment
giving rise to this issue of the Report can be ascerlained by contacling the

authorizing signatory

PR 4

M Kelly (Technician)

A D Coley (Laboratory Manager)
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