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Facsimile from the Client dated 5 Movember 2001

10.8mm Clear laminated glass manufactured using Smm clear float / 0.8mm
Uvekol S15 resin interlayer / Smm clear float

BS 8206:1981 - Flat glass for usa in buildings

Pass
M Kally {Technician)
A D Coley (Laboratory Manager)
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